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Painting

Overview

There are many reasons for coating FDM® parts. These include UV protection, sealing, shielding or surface 
modification, but painting FDM parts for an aesthetically pleasing finish is the most common. Painting 
brings a product to life by adding depth, contrast and character. This is true for concept models, marketing  
samples and finished goods. For product development and many production applications, paint completes 
the desired look and feel. With a little know-how and a touch of patience, models, prototypes and parts can 
look like production parts (Figure 1).

The following instructions are for creating top-quality painted parts. For applications that do not require this 
level of finishing, skip any unneeded steps. A good paint finish traditionally starts with sanding and filling.

•	 Fillers: Used for surface preparation when moderate to severe surface filling is required. Use filler when 
the part has excessive layering or when there are surface voids that primer will not fill.

•	 Primers: Used for surface preparation when minimal surface filling is required, or to improve paint 
adhesion.

•	 Paints: Used to provide the desired color, texture and luster.

Figure 1: FDM housing painted to match production components.

Companion and reference materials

Reference processes Best Practice: Solvent Smoothing
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1. Options

1.1. Application Methods

	 • �Spray Can: Spray paints are easy to use 
and do not require additional equipment (e.g. 
spray gun). With a good quality enamel paint 
and a well-ventilated space, anyone can paint 
FDM parts. By using the proper technique—
thin coats, steady sweeps across the part 
and proper distance—the painted part will 
have a nice appearance.

	 • �Spray Gun: For a professional paint job, a 
spray gun and paint booth are needed (Figure 
2). In the hands of an experienced painter, 
the spray gun’s precise control combined 
with a good quality enamel paint will produce 
exceptional results.

1.2. Clear Coats

	 • �Acrylic lacquer: May contain solvents that 
will react with the underlying plastic.

	 • �Polyurethane: Hard, durable clear coat that 
offers greater protection than acrylic lacquers.

2. Process

2.1. Removing Supports

	 STEP 1: Remove support structures (Figure 3).

	� STEP 2: If a part had soluble supports, rinse 
thoroughly in tap water to clean the part and 
remove WaterWorks™ detergent. Then, allow 
part to dry.

Figure 2: Use a spray gun for a professional paint job.

Figure 3: Remove part from the WaterWorks tank when no support 
material remains.
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2.2. Prepare Surfaces

	 STEP 1: Lightly sand with 220-grit sandpaper.

	 STEP 2: Remove any dust and debris.

	� STEP 3: (Optional) For an ABS part, either 
dip it in a methylene chloride solution, such 
as IPS Weld-On 4®, or vapor smooth it in a 
Finishing Touch® Smoothing Station (Figure 
4). For details, see the Best Practice: Solvent 
Smoothing.

	� STEP 4: Fill voids between extrusion path 
layers with a filler such as 3M™ Acryl-Green 
Spot Putty (Figure 5). Spread the filler to cover 
depressions. Avoid applying overly thick coats.

TIP: A light coating of fast-drying primer will 
fill small voids and reveal minor imperfections. 
Although it adds time, many find that this 
makes the task of filling and sanding easier by 
drawing attention to the areas that need work. 
Ensure primer has completely dried before 
continuing the preparation process (Figure 6).

	 �STEP 5: Allow the filler to dry, following 
manufacturer’s recommendations.

	� STEP 6: Inspect the part. If imperfections 
remain, return to Step 3. Repeat as needed.

Figure 4: Automated surface smoothing in a Finishing Touch
Smoothing Station.

Figure 5: Spread body filler over depressions. The part shown has a 
light primer coat that helps reveal depressions.

Figure 6: Primer coating highlights areas that need filling.

Painting



4

B
es

t 
P

ra
ct

ic
e

	� STEP 7: Sand all surfaces with 220-grit 
sandpaper until they are visibly smooth (Figure 
7). Then, sand all surfaces with 320- to 400-grit 
sandpaper. This is a good level of smoothness 
for most finish types.

TIP: Be careful not to alter the part geometry 
when sanding. If the FDM material starts to 
show, stop sanding in that area.

	 STEP 8: Remove dust and debris.

	� STEP 9: Clean the part with a degreaser, 
such as PPG Acryli-Clean® DX330, to remove 
additional oil, dirt and dust.

2.3. Prime Surfaces

	� STEP 1: Spray a light coat of primer on the 
part. Avoid heavy coats as they will drip and 
puddle (Figure 8).

TIP: Use of a plastic adhesion promoter such 
as PPG OneChoice® SU460LV can improve the 
bond of primer to plastic parts.

	� STEP 2: Allow primer to dry, typically for 2 to 
24 hours, following manufacturer’s instructions.

	� STEP 3: Apply a second primer coat and allow 
it to dry.

	� STEP 4: Sand primed surfaces. If the finished 
part requires a matte or textured finish, 
sand the part with 320- or 400-grit wet/dry 
sandpaper until smooth. If the finished part 
requires a gloss finish, begin with 320- or 400-
grit wet/dry sandpaper and progress to finer 
grits concluding with 600- to 800-grit wet/dry 
sandpaper. Surfaces should have a polished 
appearance when complete.

TIP: If the FDM material starts to show, return 
to Step 1.

Figure 7: Allow filler to dry and then sand all the surfaces to the desired 
smoothness.

Figure 8: Apply several thin coats of primer.
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	 STEP 5: Remove dust and debris.

	� STEP 6: Clean the part with a degreaser and 
allow the part to dry completely.

2.4. Paint Part

	� STEP 1: Adjust the spray gun’s pressure and 
flow rates to lay down a thin, even coat of 
paint, or prepare and test the spray can.

TIP: Ensure the selected paints and primers are 
compatible.

	� STEP 2: Apply a light coat of paint to prevent 
dripping or puddling (Figure 9).

	� STEP 3: Allow paint to dry, typically for 15 
to 45 minutes, following manufacturer’s 
recommendations.

	� STEP 4: Apply a second coat of paint and 
allow it to dry. Repeat as necessary.

TIP: It is important to use the same brand 
if using multiple colors on a model. Some 
paints may react negatively if used with other 
competitively branded paints.

	� STEP 5: Allow paint to dry completely following 
the manufacturer’s recommendations.

	� STEP 6: Apply a clear coat to protect the 
painted finish. As with painting, apply two thin 
coats, allowing the first coat to dry before 
applying the second.

	 STEP 7: Painting procedure complete.

3. Safety

Observe manufacturer’s recommendations for safety, 
material handling and storage. This information can 
be found in the Safety Data Sheet (SDS).

Figure 9: Apply several thin coats of paint.
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PO Box 2496  
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ISO 9001:2015 Certified

© 2021 Stratasys Ltd.  All rights reserved. Stratasys, Stratasys signet, FDM and Finishing Touch are registered trademarks and WaterWorks is a trademark 
of Stratasys Inc. ULTEM™ is a registered trademark of SABIC or its affiliates. All other trademarks are the property of their respective owners, and Stratasys 
assumes no responsibility with regard to the selection, performance, or use of these non-Stratasys products. Product specifications are subject to change 
without notice. BP_FDM_Painting_0621a

The information contained herein is for general reference purposes only and may not be suitable for your situation. As such, Stratasys does not warranty this 
information. For assistance concerning your specific application, consult a Stratasys application engineer. To ensure user safety, Stratasys recommends 
reading, understanding, and adhering to the safety and usage directions for all Stratasys and other manufacturers’ equipment and products. In addition, 
when using products like paints, solvents, epoxies, Stratasys recommends that users perform a product test on a sample part or a non-critical area of the 
final part to determine product suitability and prevent part damage.

4. Tools & Supplies

4.1. Required Items:

	 • �Sandpaper: 220- to 800-grit wet/dry

	 • �Filler: 3M Acryl-Green Spot Putty and/or 
Acryl-Red Glazing Putty

	 • �Degreaser: PPG Acryli-Clean DX330

	 • �Sandable primer: PlastiKote T235

	 • �Paint:

		  – �Spray can enamel: Dupli-Color®, Rust-
Oleum®, Krylon®, or Testors® Model 
Master™

		  – �Spray gun: Sherwin-Williams®, Polane® 
T-plus, Cardinal Industrial Finishes 
(Pantone®) or PPG®

	 • Clear coat:

		  – �Acrylic lacquer

		  – �Polyurethane: PPG Deltron® Ultra Velocity 
Clearcoat (DC2000, DC3000 or DC4000)

4.2. Optional items:

	 • Solvent: IPS Corporation Weld-On 4

	 • Vapor smoothing (optional):

		  – �Finishing Touch Smoothing Station

		  – �MicroCare® Smoothing Station Fluid (SSF)

	 • �Plastic adhesion promoter: PPG OneChoice® 
SU460LV

5. Materials

5.1 All materials

NOTE: When painting ULTEM™ 9085 
resin parts and the FST (flame, smoke and 
toxicity) rating needs to be maintained, be 
sure to use aerospace specific fillers, primers 
and topcoats like PPG Aerospace CA100 
adhesion promoter and PPG Aerospace 
CA 8400 series polyurethane topcoats.
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